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Abstract

We studied the charge-orbital ordering in the superlattice of charge-ordered
insulating Pr 0.5Ca 0.5MnO3 and ferromagnetic metallic La 0.5Sr 0.5MnO3 by resonant
soft x-ray diffraction (RSXD) and hard x-ray photoemission spectroscopy
(HXPES). A temperature-dependent incommensurability is found in the orbital
ordering by RSXD. In addition, a large hysteresis is observed that is caused by
phase competition between the insulating charge ordered and metallic ferromagnetic states. No magnetic phase transitions are observed in contrast to pure
Pr0.5Ca0.5MnO3 thin ﬁlms, conﬁrming the unique character of the superlattice. Mn
2p HXPES spectra revealed a hysteresis in the metalicity, supporting the picture of
phase competition. The deviation from the commensurate orbital order can be
directly related to the decrease of ordered-layer thickness that leads to dimensional
crossover from three-dimensional to two-dimensional orbital ordering.
Keywords: resonant soft x-ray diffraction, hard x-ray photoemission spectroscopy, Pr0.5Ca0.5MnO3, La0.5Sr0.5MnO3, superlattices
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1. Introduction

Hole-doped perovskite manganites RE1 − x A x MnO3, where RE is a rare-earth (RE = La, Nd, Pr)
and A is an alkaline-earth atom (A = Sr, Ba, Ca), have attracted much attention because they
exhibit remarkable physical properties such as colossal magnetoresistance (CMR) and complex
electronic ordering phenomena [1–8]. La1 −x SrxMnO3 has a large bandwidth, and a
ferromagnetic metallic (FM) ground state is realized for approximately 0.2 ≲ x ≲ 0.5 [9].
The ferromagnetic transition temperatures (TC) are ∼370 K at x = 0.4 and 0.5 [8, 9]. Most of
the half-doped manganites ( x ≃ 0.5) with a small bandwidth exhibit the so-called ‘CE-type’
charge and orbitally ordered (CO/OO) insulating and antiferromagnetic (AF) ordering with
alternating Mn3+ and Mn4+ states within the (001) plane in the form of stripes [10]. This
ordering competes with the FM phase. Phase competition between ordered phases is an
interesting phenomenon and leads to intriguing behaviors such as CMR and nanometer-scale
phase separation. These ordering phenomena lead to symmetry lowering and a doubling of the
unit cell, which results in superlattice reﬂections observable with different scattering techniques.
For higher doping levels x > 0.5, the doping leads to orderings that are incommensurate with
the ordering wave vector proportional to the doping concentration [11, 12].
In recent years, epitaxially grown ﬁlms of manganites have been extensively studied. It
was found that La1 −x SrxMnO3 thin ﬁlms are ferromagnetic for approximately 0.2 ≲ x ≲ 0.5,
almost the same as the bulk [13, 14]. Half-doped manganite thin ﬁlms often remain charged and
orbitally ordered, but the physical properties might depend on the strain, that is, the lattice
constant and orientation of the substrates. A transition between CO and FM states was observed
in Nd 0.5Sr 0.5MnO3 thin ﬁlms on SrTiO3 substrates only when the substrate orientation was (011)
[15, 16]. Also, in Pr 0.5Ca 0.5MnO3 thin ﬁlms, epitaxial strain strongly affects the electronic
properties, and the thin ﬁlms grown epitaxially on (LaAlO3) 0.3(SrAl 0.5Ta 0.5O3) 0.7(LSAT) (011)
substrates exhibit a CO transition around 220 K, similar to bulk samples [17].
Interesting phenomena occur when these two systems are brought in direct contact. Results
on such stackings have recently been reported by Nakamura et al [18]. They fabricated
superlattices of La 0.5Sr 0.5MnO3 (LSMO) and Pr 0.5Ca 0.5MnO3 (PCMO) on LSAT (011)
substrates [18]. Pure LSMO and PCMO thin ﬁlms on LSAT (011) substrates show FM (TC ∼
310 K) and CO (TCO ∼ 220 K), respectively. They found that they could control the phase
boundary at the interface between the FM LSMO and the AF and CO/OO PCMO by applying
magnetic ﬁelds or changing the individual layer thicknesses. In addition, they observed
superlattice reﬂections indicative of the structural distortions induced by the charge and orbital
order in these systems. With the case of thicker LSMO than PCMO layers, FM states dominate,
whereas with thicker PCMO than LSMO layers, CO states dominate. Particularly interesting is
the case with equal thicknesses. In that case, the reﬂections exhibit a strong hysteresis behavior
even in a zero magnetic ﬁeld, direct evidence for the ﬁrst-order phase transition between these
competing phases.
To gain more insight into these problems of phase transitions and phase competitions, we
investigated the charge-orbital ordering in [PCMO (5 layers)/LSMO (5 layers)]15 superlattices
by resonant soft x-ray diffraction (RSXD). This technique combines the sensitivity of the Mn
2p → 3d electronic transition to the electronic and magnetic properties of the transition metal
3d states with the sensitivity to the long-range order of diffraction. Historically, resonant x-ray
diffraction at the Mn 1 s edge was ﬁrst employed to study CO/OO states in manganites [19].
This technique was expected to reﬂect the Mn 3d states by the Coulomb interaction between 3d
2
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Figure 1. The experimental geometry with the [110] axis of the PCMO/LSMO

superlattice in the scattering plane and using a simple cubic perovskite cell notation.

and 4p electrons [20], but band-structure calculations revealed that this directly probes lattice
distortion because Mn 4p states strongly hybridize with neighboring O 2p states and are thus
inﬂuenced by lattice distortion [21, 22]. However, RSXD at the Mn 2p edge can directly reﬂect
Mn 3d states, and is extremely sensitive to even small details in the electronic orderings. RSXD
has been successfully used to disentangle magnetic and orbital ordering phenomena in
manganites [23–33], and is especially sensitive to the magnetic structures in thin ﬁlms when
using giant resonant enhancement at the Mn 2p edge [31–34]. There has recently been a study
of imprinting magnetic and electronic information in epitaxially grown PCMO ﬁlms [32].
In the present study, we ﬁnd a signiﬁcant hysteresis behavior of the superlattice reﬂection
that is sensitive to the orbital order of the Mn 3d states. In addition, the system shows a clear
temperature dependence of the ordering wave vector on hysteresis behaviors. Such hysteresis
was also observed in the metalicity from Mn 2p photoemission spectra. The temperaturedependent incommensurability in the orbital ordering can be related to the change of orbital
coupling through the FM metallic layer centered around the LSMO layer, that is, dimensional
crossover from three-dimensional (3D) to two-dimensional (2D) ordering with increasing
temperature.

2. Experiment

[PCMO (5 layers)/LSMO (5 layers)]15 superlattices were grown on the (011) surface of an
LSAT substrate by pulsed laser deposition. The details of the sample fabrication were described
elsewhere [18]. RSXD experiments were performed on the RESOXS end station [35] at the
surface-interface microscopy (SIM) beam line [36] of the Swiss Light Source of the Paul
Scherrer Institut, Switzerland. The experimental geometry is shown in ﬁgure 1, which is the
same as that in [33]. A continuous helium-ﬂow cryostat allows measurements between 25 and
300 K. The experiments were performed in the out-of-focus mode with a beam of
approximately 2 × 2 mm2.
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Figure 2. Temperature dependence of the (hh 0) peak. Panels (a) and (b) ((c) and (d))

were measured in the heating (cooling) cycle. Incident x-ray polarizations were π in (a)
and (c) and σ in (b) and (d). All the data were taken at hν = 643 eV (Mn 2p3/2 → 3d
absorption edge).

We also performed hard x-ray photoemission spectroscopy (HXPES) measurements to
obtain information on the metallic states in LSMO layers. HXPES measurements were carried
out at BL47XU of SPring-8. The HXPES spectra were recorded using a Scienta R-4000
electron energy analyzer with a total energy resolution of 250 meV at the photon energy of
7.94 keV. The position of the Fermi level (EF) was determined by measuring the spectra of
gold, which was in electrical contact with the sample. Here again, we used a continuous heliumﬂow cryostat to cool the sample.
3. Results and discussion

Figure 2 shows the q dependence of the orbital order (hh 0) reﬂection in a simple cubic
perovskite notation for various temperatures at the Mn 2p3/2 edge (643 eV) for both π and σ
incoming x-ray polarizations. This reﬂection has been studied in detail in Pr1 −x CaxMnO3 bulk
manganites and epitaxial grown ﬁlms [26, 28, 30, 32, 33], and has been shown to be sensitive to
both the orbital and magnetic orderings of the systems. The temperature dependence of this
reﬂection in a heating run (panels (a) and (b)) signiﬁcantly deviates from that in a cooling run
(panels (c) and (d)). The reﬂection appears below ∼200 K, which is almost the same as the pure
PCMO thin ﬁlm [33]. There is almost no difference between π (a, c) and σ (b, d) polarizations.
The temperature variation of the corresponding peak intensity, the correlation length, and
positions are summarized in ﬁgure 3. The correlation length ξ is obtained from the full width at
half-maximum (FWHM) Δq through ξ = 2π /Δq . In all of these quantities, a large hysteresis is
4
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Figure 3. Temperature dependence of the (hh 0) peak intensity (a), correlation length

(b), and positions (c). In panel (d), the correlation length is plotted as a function of peak
positions.

observed between cooling and heating cycles. The peak intensity monotonically increases for
decreasing temperatures in contrast to the heating cycle, where, interestingly, it ﬁrst increases
and then decreases before it disappears around 200 K. Most interesting is that this is related to
both the temperature dependence of the position and FWHM of the reﬂection. The peak
position is incommensurate and temperature dependent in the full range of the cooling cycle. In
contrast, the position remains frozen until temperatures of approximately 170 K for the heating
cycle. Since the peak position of this reﬂection type has been found to be related to the doping
level [29], it might reﬂect an effective doping in the PCMO layer, which is slightly larger than
0.5 and is temperature dependent. Such interfacial effects were also observed by neutron
reﬂectometry on La 2/3Sr1/3MnO3/Pr 2/3Ca1/3MnO3 multilayers [37], where a ferromagnetic
moment was found to occur in the Pr 2/3Ca1/3MnO3 layers, although the concentrations of the
component layers were different from our case.
The correlation length also shows an interesting behavior. In the heating cycle between 50
and 150 K, the peak intensity reaches a maximum around 70 K, and the correlation length
shows the largest values at a slightly higher temperature, These results mean that as long as the
peak intensity increases, the correlation length also increases. In this temperature region, the
domain dynamics get slower and the domains become larger. After the peak intensity reaches
maximum, the correlation length is hardly affected, but the peak intensity starts to decrease.
This means that the ﬂuctuations for an individual atomic site are increasing, but the domain size
remains stable and the domain walls are locked. This result shows that there is a clear
connection among the improved order (maximal intensity), the correlation (maximal correlation
length), and the largest h. To test if this relation is quantitatively the same for cooling and
heating cycles, we show in panel (d) the correlation length as a function of peak position.
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Figure 4. Intensity of the (hh 0) (h = 0.25) peak as a function of photon energies at the
Mn 2p → 3d absorption edge at 170 K in the heating cycle (a) and 23 K (b).

Although the length is linearly dependent on the peak position for both the cooling and the
heating cycles, the slope of the two is signiﬁcantly different. A single slope seems to describe
the data, except those view points above 180 K in the heating cycle, where the decay of the
intensity is rather steep. The hysteresis is a clear representation of the ﬁrst-order character of this
phase transition, and this character is more pronounced, probably due to the interplay between
the metallic LSMO and the insulating PCMO layers.
Figure 4 shows the spectral shape of the (hh 0) reﬂection in the vicinity of the Mn 2p edges
at 170 K in the heating cycle (a) and 23 K (b). In both of these cases, the value of h is 0.25.
There is no polarization dependence at both temperatures. In addition, the spectral shape at the
Mn 2p3/2 edge is identical at these two temperatures and similar to the pure orbital scattering of
the analogue reﬂection in bulk La1.5Sr 0.5MnO4 [24, 25, 27] and the pure PCMO thin ﬁlm [33].
The difference of the spectral shape at the Mn 2p1/2 edge comes from the q-independent
ﬂuorescence and diffuse scattering, which affects weak (hh 0) peak intensity at 170 K. In other
words, we ﬁnd no indication of magnetic scattering in the superlattice, in contrast to the pure
PCMO thin ﬁlm [33]. There, RSXD study revealed two magnetic transitions: TN = 150 K and
T2 = 75 K. The magnetic intensity of the (hh 0) reﬂection in the ﬁlm and the bulk can be directly
related to a spin canting of the Mn spins along the c axis, which is clearly absent in the
superlattice. Nevertheless, the maximum intensity in the heating cycle occurring around 70 K
coincides with the magnetic transition of the pure PCMO thin ﬁlm. In bulk (La,Pr,Ca)MnO3
systems, this 70-K magnetic transition is much more pronounced [38] and is believed to be
caused by a phase separation between FM and AF phases with glassy character at low
temperatures. Such a phase transition would also be directly visible in the observed orbital
reﬂection intensities. The difference between the PCMO thin ﬁlm and the corresponding bulk
material indicates that the epitaxial strain affects the magnetism in thin ﬁlms [33]. The
observation of the 70-K transition in the orbital signal in the superlattice is indirect evidence
that the superlattice is AF with spins lying fully in the ab-plane, as observed by neutron
diffraction on PCMO bulk samples [10].
We also obtained information on the metalicity from the Mn 2p3/2 HXPES spectra as
shown in ﬁgure 5. Panels (a) and (b) show the temperature dependence, where a large hysteresis
is observed between heating (a) and cooling (b) cycles. One can see that a lower-binding-energy
feature is centered around 639.5 eV and is temperature-dependent. This structure was reported
in La1 −x SrxMnO3 [39], La1 −x BaxMnO3 [40, 41], and La1.2 Sr1.8Mn2O7 [42], and was considered
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Figure 5. Temperature dependence of the Mn 2p3/2 HXPES spectra in the heating (a)
and cooling (b) cycles. The dashed lines show the tail of the Mn 2p3/2 main structure
approximated by Gaussian functions. Screened peaks after subtraction of the main
structures are shown in the heating (c) and cooling (d) cycles. Panel (e) shows the
intensity of the screened peak as a function of temperature.

a well-screened peak due to the existence of metallic carriers. The temperature dependence of
this structure is shown in panels (c) and (d) after Gaussian background subtraction at panels (a)
and (b), respectively. Panel (e) shows the screened-peak intensity obtained from the area in
panels (c) and (d). The intensity shows a large hysteresis, especially between 100 and 200 K,
where RSXD also shows a large hysteresis. The screened-peak intensity is lowest at 25 K. At
this temperature, PCMO shows CO/OO states with a long correlation length, and the sample is
most insulating. In the heating cycle, the intensity increases when the CO/OO states in the
PCMO layers start to become weak, and reaches the highest intensity at 200 K, where the CO/
OO states completely disappear. In the cooling cycle, the intensity shows higher values than in
the heating cycle between 100 and 200 K, corresponding to the slow emergence of the CO/OO
7

H Wadati et al

New J. Phys. 16 (2014) 073044

Figure 6. Proposed real-space sketches for the multilayer at different temperatures (or

temperature cycle history). Ferromagnetic interfaces lead to charge transfer and to a
reduction of the 3d coupling of the orbital order, represented by incommensurability
and dynamics reducing the correlation length.

states in the PCMO layers. At 25 K, the intensity comes back to the original value within
experimental error bars.
Combining our data with the results from [18] leads now to the following picture. The
proposed phase separation between the FM LSMO layers and the orbital-ordered AF insulating
PCMO layers is supported by the observation of the ferromagnetic moment [18], the orbital
reﬂection by RSXD, and the metallic carriers by HXPES. At 25 K, a correlation length is about
∼300 Å from ﬁgure 3(b), giving the effective correlation length perpendicular to the ﬁlm
surface of ∼300 cos (60°) Å = 150 Å , where cos (60°) comes from the geometry in ﬁgure 1.
The correlation length of ∼150 Å indicates that the correlation between the CO/OO states
perfectly bridges the FM layers built in between, making the CO/OO states 3D. (One unit of
[PCMO (5 layers)/LSMO (5 layers)] is ∼30 Å .) This is visualized in the left panel of ﬁgure 6.
This orbital coupling bridging over the FM LSMO layers becomes weak when the temperature
increases, because the interface CO/OO states disappear ﬁrst, leading to an effective increase of
the separation of the CO/OO layers as shown in the middle panel of ﬁgure 6. Near 200 K, the
effective correlation length becomes as short as ∼100 cos (60°) Å = 50 Å as seen in ﬁgure 3(b).
This can cover fewer than two units of [PCMO (5 layers)/LSMO (5 layers)], making the CO/
OO states 2D-like. The proximity effect (charge transfer between the layers) leads to a slight
change of the overall doping in the CO/OO layers, which can explain the change in the ordering
wave vectors. This was supported by the fact that, in some of CO/OO manganite systems, there
is a direct relation between the doping level and the orbital- and charge-ordering periodicity due
to Coulomb repulsion. For example, in 2/3 doped Tb 0.66 Ca 0.33 BaMn2O6 [29], due to the A-site
order in layers, a similar 2D character exists in the bulk (though with much shorter distances).
Also, in these systems, competition between FM/AF ordering exists, and for a wide range of
doping, a change of ordering vector and correlation length has been interpreted in terms of a
decoupling between the orbital-ordered layers.
4. Summary

In summary, we performed RSXD and HXPES measurements on the superlattice of chargeordered insulating PCMO and ferromagnetic metallic LSMO to study the charge-orbital
ordering in the PCMO layers and the metallic carriers in the LSMO layers. We found that the
behaviours of the superlattice are clearly different from those of the pure PCMO and LSMO
8
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thin ﬁlms. A direct correlation between the degree of electronic order (the expectation value of
orbital occupation) and the correlation between the orientation of the orbitals (correlation
length) and the period of the ordering (ordering wave vector) is observed. It shows that orbital
order in the insulating AF PCMO coherently bridges the FM LSMO layers. With heating, we
observed a reduction of orbital order at the interface by RSXD, and the increase of the metallic
carriers by HXPES. This leads to a weakening of the interaction through the FM layers and an
effective doping due to charge transfer. That results in a change in wave vector and a reduction
of the correlation length due to the increase in dynamics common in 2D systems.
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