
ETH Library

Behaviour of Bichromatic
Microwave Induced
Magnetoresistance Oscillations in
the High Mobility GaAs/AlGaAs 2D
electron System

Conference Paper

Author(s):
Gunawardana, Binuka; Liu, Han-Chun; Samaraweera, Rasanga L.; Reichl, Christian; Wegscheider, Werner; Mani, Ramesh G.

Publication date:
2017-08-15

Permanent link:
https://doi.org/https://doi.org/10.3929/ethz-b-000192403

Rights / license:
Creative Commons Attribution 3.0 Unported

Originally published in:
Journal of Physics: Conference Series 864(1), https://doi.org/10.1088/1742-6596/864/1/012055

This page was generated automatically upon download from the ETH Zurich Research Collection.
For more information, please consult the Terms of use.

https://doi.org/https://doi.org/10.3929/ethz-b-000192403
http://creativecommons.org/licenses/by/3.0/
https://doi.org/10.1088/1742-6596/864/1/012055
https://www.research-collection.ethz.ch
https://www.research-collection.ethz.ch/terms-of-use


Journal of Physics: Conference Series

PAPER • OPEN ACCESS

Behaviour of Bichromatic Microwave Induced
Magnetoresistance Oscillations in the High
Mobility GaAs/AlGaAs 2D electron System
To cite this article: Binuka Gunawardana et al 2017 J. Phys.: Conf. Ser. 864 012055

 

View the article online for updates and enhancements.

Related content
Magnetoresistance Oscillation in Two-
Dimensional Electron Gas under Spatially
Modulated Magnetic Field
Shu-ichi Izawa, Shingo Katsumoto,
Akira Endo et al.

-

Magnetoresistance Oscillations in a Two-
Dimensional Electron Gas Induced by a
Submicrometer Periodic Potential
D. Weiss, K. V Klitzing, K. Ploog et al.

-

Photoelectron angular distribution in
bichromatic atomic ionization
A N Grum-Grzhimailo, E V Gryzlova, E I
Staroselskaya et al.

-

This content was downloaded from IP address 129.132.109.47 on 18/01/2018 at 17:34

https://doi.org/10.1088/1742-6596/864/1/012055
http://iopscience.iop.org/article/10.1143/JJAP.34.4306
http://iopscience.iop.org/article/10.1143/JJAP.34.4306
http://iopscience.iop.org/article/10.1143/JJAP.34.4306
http://iopscience.iop.org/article/10.1209/0295-5075/8/2/012
http://iopscience.iop.org/article/10.1209/0295-5075/8/2/012
http://iopscience.iop.org/article/10.1209/0295-5075/8/2/012
http://iopscience.iop.org/article/10.1088/1742-6596/635/1/012008
http://iopscience.iop.org/article/10.1088/1742-6596/635/1/012008


1

Content from this work may be used under the terms of the Creative Commons Attribution 3.0 licence. Any further distribution
of this work must maintain attribution to the author(s) and the title of the work, journal citation and DOI.

Published under licence by IOP Publishing Ltd

1234567890

33rd International Conference on the Physics of Semiconductors IOP Publishing

IOP Conf. Series: Journal of Physics: Conf. Series 864 (2017) 012055  doi :10.1088/1742-6596/864/1/012055

 
 
 
 
 
 

Behaviour of Bichromatic Microwave Induced Magneto-
resistance Oscillations in the High Mobility GaAs/AlGaAs 2D 
electron System 

Binuka Gunawardana1, Han-Chun Liu1, Rasanga L. Samaraweera1, C. Reichl2, 
W Wegscheider2 and R.G. Mani1 
1Dept. of Physics and Astronomy, Georgia State University, Atlanta, GA 30303 USA 
2ETH-Zurich, Zurich, Switzerland 

Kgunawardana1@student.gsu.edu 

Abstract: Microwave radiation-induced magneto-resistance oscillations are examined under 
bichromatic excitation for various frequency combinations in order to obtain a better 
understanding of the lineshape observed in the dual excitation experiment of the high mobility 
GaAs/AlGaAs 2D electron system. Here, we examine superposition- or lack thereof- in the 
lineshape observed in the bichromatic experiment, and report a trend observed between the 
monochromatic and bichromatic responses of the oscillatory diagonal resistance.  

Introduction 
Microwave radiation-induced magnetoresistance oscillations refer to the B-1-periodic oscillatory 
variation in the diagonal (Rxx) - and off-diagonal (Rxy) resistance observed under microwave excitation 
in the 2D electron system under the influence of a transverse magnetic field, B.[1-24] Such oscillations 
exhibit a so-called ¼ -cycle phase shift, non-linear variation in the oscillatory amplitude with microwave 
power,[13,21,22] sensitivity in the oscillatory amplitude to the orientation of the linearly polarized 
microwaves with respect to the device,[15] etc. Many theoretical explanations have been proposed to 
help understand associated phenomena [25-42], including, for example, mechanisms based on (a) the 
scattering of electrons by phonons and impurities between Landau levels [26,30,33], (b) the periodic 
motion of electron orbit centers under microwave irradiation,[27,35] and (c) the re-collision of cyclotron 
electrons from scattering centers [42].  
In order to obtain a better understanding of both the underlying physical mechanism and the 
experimental phenomenology, microwave radiation-induced magneto-resistance oscillations in the 
diagonal resistance Rxx are examined here under bichromatic excitation for various frequency 
combinations. Thus, the 2D electron system was photo-excited with microwave frequencies at both f1 
and f2, which were chosen to realize different f1/f2 ratios ranging from 1.84 < f1/f2 < 3.4. In addition, the 
microwave power was changed systematically to study the evolution of the lineshape in going from the 
monochromatic to the bichromatic photoexcitation situation.  

1.  Experiment and results 

Measurements were carried out on a GaAs/AlGaAs 2D heterostructure sample with an electron density 
of 3.3×1011 cm-2 and mobility 14.6×106 cm2/Vs at 1.8K.  Two microwave sources served to produce 
microwaves at two different frequencies and bichromatic photoexcitation of the specimen was realized 
by combining the output of these two sources with a waveguide coupler. In experiment, the sample was 
first illuminated with monochromatic microwaves at frequency f1, with the other microwave source at 
f2  switched off, to obtain the Rxx vs. B response at f1. Then, the source at f1 was switched off, and the 
source at f2 was switched on, to obtain the Rxx vs. B response at f2.  Finally, the sources at both f1 and f2 
were switched on for the bichromatic photo-excitation experiment. Traces of Rxx vs. B obtained for 
frequency combinations of f1 = 90.6GHz and f2 = 34.65GHz, f1 = 90.6GHz and f2 = 41.0GHz and f1 = 
90.6GHz and f2 = 48.7GHz are shown in figure 1. 
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A study of the experimental results of Fig. 1 suggests that the bichromatic microwave response of 
Rxx seems to follow the low frequency monochromatic microwave response of Rxx at low magnetic 
fields. However, the bichromatic response tends to deviate towards the high frequency monochromatic 
microwave response when the magnetic field strength increases, for all the examined combinations. 

 

Figure 1. Monochromatic and bichromatic microwave induced 
magnetoresistance for high frequency f1 = 90.6GHz and low frequency (a) f2 = 
34.65 GHz, (b) f2 = 41.0 GHz and (c) f2 = 48.7 GHz 

 
Figure 2. Monochromatic and bichromatic microwave induced oscillations in 
the  diagonal resistance, Rxx for f1 = constant = 58 GHz and f2 = 141, 161, 174, 
and 207 GHz. The traces are shifted by 6Ω for clarity. The yellow solid lines 
show the monochromatic response of Rxx at 58 GHz for each case. 

 
     To further examine this behavior, the sample was also illuminated with microwave frequencies which 
produce Rxx oscillations that are further apart on the magnetic field axis such as with f1 = 58.0GHz while 
f2 = 148.5, 156.5, 187.0 GHz. The results of such measurements, shown in figure 2, indicate once again 
that the monochromatic low frequency Rxx response sets bichromatic Rxx response at low magnetic fields 
as the monochromatic high frequency Rxx response mostly determines the bichromatic Rxx response at 
high magnetic fields in the bichromatic experiment. . 

The microwave induced magnetoresistance under bichromatic excitation with frequencies f1 = 90.6 
GHz and f2 = 41.0GHz was also examined upon changing the microwave power, P, of the low frequency 
excitation at f2; the results of such experiments are shown in Fig.3. The Rxx at the extrema indicated by 
the labels 1, 2 and 3 of Fig. 3 are plotted versus the microwave power in Fig. 4, and Fig. 4 shows a non-
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linear variation of the extremal resistance with P. This behavior was also observed at other frequency 
combinations utilized in this experiment. 

2.  Discussion 
The bichromatic microwave response of the diagonal resistance, Rxx follows the low frequency 
monochromatic response at low magnetic fields and it deviates towards high frequency monochromatic 
microwave response as the magnetic field strength increases. Previous studies [24,25] had suggested 
that the bichromatic microwave induced magneto-resistance oscillations could be explained by 
averaging the two monochromatic microwave responses. This suggestion does not seem to agree with 
the results of this experiment since our experiment has shown that the bichromatic response depends on 
the magnetic field strength and the microwave frequency. Also, the bichromatic microwave Rxx response 
varies nonlinearly with the microwave power, see Fig. 4, similar to the non-linear variation observed 
with monochromatic microwaves.[13,21,22]. 

 

 
 

Figure 3. Monochromatic and bichromatic 
microwave induced magnetoresistance, Rxx, at 
frequencies 90.6 GHz and 41.0 GHz for 
microwave powers of 4, 2, 1, 0.5 and 0.25 
microwave at the low frequency and fixed 
power at the high frequency. Positions (1), (2) 
and (3) are three extrema B-values of 
bichromatic Rxx oscillatory response. 

Figure 4. Microwave power variation of the 
diagonal resistance Rxx at the extremal positions 
1, 2 and 3 marked in Fig. 3. 
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