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Contrast of 83% in reflection 
measurements on a single quantum 
dot
Pia Lochner1, Annika Kurzmann1,3, Rüdiger Schott2,3, Andreas D. Wieck3, Arne Ludwig   3, 
Axel Lorke1 & Martin Geller1

We report on a high optical contrast between the photon emission from a single self-assembled 
quantum dot (QD) and the back-scattered excitation laser light. In an optimized semiconductor 
heterostructure with an epitaxially grown gate, an optically-matched layer structure and a distributed 
Bragg reflector, a record value of 83% is obtained; with tilted laser excitation even 885%. This enables 
measurements on a single dot without lock-in technique or suppression of the laser background by 
cross-polarization. These findings open up the possibility to perform simultaneously time-resolved and 
polarization-dependent resonant optical spectroscopy on a single quantum dot.

Excitons in epitaxially grown self-assembled semiconductor quantum dots (QDs) are promising candidates for 
the realization of quantum information and communication technologies1,2. Resonance fluorescence is a widely 
used possibility to address resonantly the exciton transition in a single QD3–5 and generate single, indistinguish-
able photons6–8. Commonly, this requires the suppression of the laser background by several orders of magni-
tude, e.g., by a dark-field technique based on cross-polarization3,9,10 or perpendicular QD excitation and photon 
detection11,12. Another possibility is differential reflection (transmission), where the quantum dot is periodically 
driven in and out of resonance and the QD photons are discriminated from the reflected (transmitted) laser light 
by a lock-in technique13,14. However, to date, a maximum change in reflection (i. e. the contrast as ratio between 
QD photons and the incident back-scattered laser light) of about 12% was observed15, even though a reflectivity 
of 85% of the incident light by a single point-like dipole is theoretically predicted16.

We report here on an optimized semiconductor heterostructure with an embedded self-assembled InAs/GaAs 
quantum dot that shows record values for the contrast in reflection measurements. The sample consists of an 
epitaxially grown p-doped gate, a distributed Bragg reflector (DBR) and a layer structure with an optical standing 
wave that matches the QD layer. This optimized sample structure shows a contrast of up to 83% in vertical geom-
etry, where the optical path of the excitation laser is parallel to the detection way of the QD photons. An even 
higher value of more than 800% can be obtained by tilting the excitation laser with respect to the detection path. 
This allows to separate the QD signal from the laser background without the need of cross-polarization or lock-in 
techniques and enables polarization- and time-resolved optical spectroscopy on a single quantum dot.

Sample Design
A usual molecular beam epitaxy (MBE) grown sample for resonant optical measurements contains a layer of 
self-assembled QDs in a diode-like (Al)GaAs heterostructure, where the dots are separated from a n-doped back 
contact by tunneling barrier4. In the sample presented here and shown schematically in Fig. 1a, the gate is an 
epitaxially grown p-doped layer. In comparison to a commonly used gold gate on the surface, it is transparent 
for the laser and QD light and scatters less photons due to its single crystalline structure and smoothness17,18. 
Additionally, a 16-fold distributed Bragg reflector (DBR) is included at the bottom of the sample underneath the 
back contact in order to increase the reflectivity. Given that the large difference of the refractive indices at the 
sample surface will create an antinode, the QDs are placed in an antinode of the standing wave, while the epitaxial 
gate and the back contact are placed in a wave node. To achieve this, the structure was designed regarding the 
optical path length OPL = nd with the refractive index n and the layer thickness d. A typical QD excitonic recom-
bination wavelength of 950 nm was assumed for this design. The QDs positioned in an antinode leads to a better 
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coupling of the QD excitonic transitions to the laser light field. The center of the p-doped layer of the epitaxial gate 
and the n-doped layer of the back contact are both positioned in a wave node, as this decreases the light absorp-
tion in a layer that contains a large number of free charge carriers. For this purpose, the epitaxial gate is covered 
by GaAs and AlAs with an overall optical path length of approximately 0.16λ. To increase the collection efficiency, 
a solid immersion lens (SIL) consisting of zirconia is positioned on top of the structure. Altogether, this yields 
the sample structure (see methods for more details) and the corresponding band structure visualized in Fig. 1a.

Resonance Fluorescence Measurements with Polarization Suppression
The excitonic photon count rate of a QD in the sample was first investigated by resonance fluorescence measure-
ments, where the backscattered laser light was suppressed by the cross-polarization technique (see methods). 
Figure 2a shows that, with increasing laser power, the resonance fluorescence intensity increases to the highest 
value of 4.5 Mcounts/s (Fig. 2a). At the highest laser intensity, the resonance fluorescence intensity is decreasing 
again due to photon-induced electron capture into the QD4. The solid line is a fit for a resonantly driven 2-level 
system19. A spectrum of the exciton transition at the maximum count rate, obtained by a gate voltage scan is 
shown in Fig. 2b. The shown resonance fluorescence intensities of the exciton resonances correspond to the values 
measured on an avalanche photodiode (APD), only corrected by a small background intensity. We receive the 
maximum count rate of 4.5 Mcounts/s by summation of both maxima of the fine-structure split exciton reso-
nances. Considering the transmission of the setup and the characteristics of the detector, this can be converted 
to a count rate at the first lens, which is about 12-fold higher (see Methods). In comparison, in the same setup, 
a maximum excitonic count rate of 150 kcounts/s was obtained from a previous sample5. As a result of the high 
photon rate, the QD signal to total background ratio (SBR) has a maximum value of more than 2500 at a laser 
power of 0.03 μW/μm2. For high laser excitation power above the saturation point the SBR decreases again19,20. 
These resonance fluorescence measurements demonstrate that the sample design enables a high quantum dot 
photon emission and collection efficiency.

Resonance Fluorescence without Cross-Polarization
Resonant optical measurements at both exciton transitions without cross-polarization are discussed in the follow-
ing. The ratio between QD signal ΔR and reflected laser signal R is called “contrast” (ΔR/R)14,21. Figure 3 shows 
the measured contrast for an alignment of the excitation beam in vertical and tilted geometry. In vertical geome-
try, the incoming laser beam is perpendicular to the sample surface. During adjusting the measurement until the 
maximum contrast in this geometry is reached, the phase between the QD photons and the reflected laser light 
can change. Here, it leads to destructive interference21, so that the contrast has a negative sign (see Fig. 3a). Note, 
that we can add the contrast from both exciton transitions in Fig. 3a, as the contrast is the ratio between all QD 
photons and scattered laser intensity. Linear polarization and alignment on one of the exciton transitions would 
yield the same maximum contrast on a single transition. The measurement of the contrast in vertical geometry 
was directly done on a Si-CCD camera at the exit of a spectrometer without any need of a lock-in technique. In 
this geometry, a maximum contrast of 83% is reached (see Fig. 3a). Figure 3c shows the maximum contrast for 
increasing laser excitation power up to 0.4 μW/μm2.
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Figure 1.  Sample design and measurement setup. (a) Schematic sample structure (top) and corresponding band 
structure (blue: conduction band (EC), red: valence band (EV), green: Fermi level (EF)), calculated with a 1D 
Poisson solver31 (bottom): The InAs QD layer (orange) is separated from the n-doped back contact (bright blue) 
by a 45 nm thick tunneling barrier TB. The p-doped layer (purple) works as an epitaxial gate, while a 16-fold 
distributed Bragg reflector (DBR) in the back of the sample provides a high reflectivity in a specific energy range. 
For an incoming wavelength of 950 nm, the gate is located in a wave node, whereas the QD layer and the beginning 
of the DBR are positioned in a wave antinode. The solid immersion lens (SIL) on top of the sample increases the 
collection efficiency. (b) Measurement setup: A 10/90 beam splitter reflects the laser light down to the sample, 
which is cooled to 4.2 K in a bath cryostat. There, the light is focused to a 1 μm diameter spot and addresses a single 
QD. The QD- and reflected laser photons are then coupled into a fiber and guided to the detection path.
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In the other geometry, the laser excitation is tilted by an angle of maximum 0.1° by small changes in the align-
ment of the excitation path of the microscope head (see Fig. 1b and methods). The disadvantage of this alignment 
is a decreased photon count rate from the QD but on the other hand, in comparison to the QD photons, the 
reflected laser photons are only partly collected by the fiber. Thus, the contrast exceeds 800% and reaches a value 
of 885% at low excitation powers (Fig. 3b,d). This means, that for about eight QD photons only one background 
photon (consisting of dark counts of the APD and laser photons that are not suppressed by the cross-polarization 
technique) is measured. Due to the smaller count rates in this measurement, the photons were detected by an 
APD, again without the cross-polarization technique. Furthermore, the incident laser light was linearly polarized 
in an orientation that suppresses one of the two fine-structure split excitonic resonances and maximizes the sec-
ond resonance.

Simulation
In the following section, the transfer matrix algorithm22 will be used to simulate the reflectivity and, hence, the 
contrast of the sample structure for different device geometries. As all angles between incident light and surface 
normal are neglected, these simulations are comparable with the measurements in vertical geometry. These sim-
ulations in combination with the measurement demonstrate that the main contribution for the observed high 
contrast has to be an enhanced interaction between the laser light field and the QD dipole transitions.

In the transfer matrix algorithm, for every layer i in the sample the transfer matrix
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with the laser frequency ω, the resonance frequency of the excitonic transition ω0 and the dephasing rate Γ21. As 
only one QD per excitation laser spot is present (otherwise, one would see more resonances in the spectra in 
Figs 2b and 3a,b), the areal density n2D is defined as 

A
1  (with A as area of the laser spot)21. f usually represents the 
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Figure 2.  Resonance fluorescence (RF) measurements. (a) The intensity of the RF signal of the exciton 
(blue dots) and the QD signal to total background ratio (SBR, red rectangles) are plotted for increasing laser 
excitation power. The intensity is the sum of the maximum count rates of both fine-structure split exciton 
resonances for each laser power. The fit (blue line) excludes data points for laser powers above 0.5 μW/μm2 
because here, the measured intensity is strongly affected by photon-induced electron capture4. The red line is 
just a guide to the eye for the SBR data points. Panel (b) shows a single gate voltage scan at fixed laser energy 
(325.315 THz) of the fine structure split excitonic lines at the highest count rate. All count rates are measured 
directly on an avalanche photodiode (APD) and corrected by a small background intensity, given by dark counts 
of the APD and laser photons that are not suppressed by the cross-polarization technique.
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oscillator strength, but in our simulation it is used as a fit parameter and thus also includes other effects which 
affect the interaction between the QD dipole transition and the light field, e.g., the Purcell effect. To avoid confu-
sion, in the following instead of f, c is used for this fit parameter. A detailed analysis of the interaction between the 
excitation laser field and the QD as two-level system23,24 is not part of the simulation here. The calculations should 
rather show the influence of the DBR and the epitaxial gate on the contrast measurements.

The matrix M of the entire structure is the product of the matrices for each layer = ∏M Mi i. The reflectance 
r of the structure is then given by

=
+ − +
+ + +

r m m n n m m n
m m n n m m n
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where mkl are the matrix elements of M and na and ne are the refractive indices for zirconia above and GaAs 
underneath the sample structure, respectively22. The solid immersion lens on top of the sample has only been 
taken into account by the refractive index above the sample structure, because its thickness is much bigger than 
the wavelength of the excitation laser and the QD emission and its surface is not plane-parallel. The square of the 
absolute value of the reflectance is the expected reflectivity of the sample R = |r|2. The contrast, which is the value 
that is measured (see Fig. 3), is defined as the quotient of the reflectivity in resonance and the reflectivity out of 
resonance, i. e. the reflectivity without the QD emission.

Simulation Results and Discussion
The results of these simulations can be seen in Fig. 4. Three different structures are considered here: (i) The opti-
mized sample design as described in Fig. 1a, (ii) the same sample structure without DBR layers and (iii) a sample 
structure where the DBR layers are removed and the epitaxial gate is replaced by a 7 nm thick NiCr gate to account 
for the commonly used evaporated metal gates. As expected, the simulation for the as-grown sample (case (i), red 
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Figure 3.  Contrast measurements in reflection without lock-in technique or cross-polarization. Single gate 
voltage scans of the exciton at the highest contrast are shown in vertical (a) and tilted geometry (b). The gate 
voltage was tuned while the laser energy was fixed (325.315 THz in vertical, 325.323 THz in tilted geometry), the 
corresponding energy was determined by the measured Stark shift. The slightly different excitation energies for 
titled and vertical geometry do not affect the results. All contrast measurements were obtained without lock-in 
technique. In vertical geometry, the incident laser light was unpolarized and for detection, a CCD camera in 
the image plane of a spectrometer was used. Destructive interference is observed due to the phase relation in 
this alignment. In tilted geometry, the signal was detected by an APD. Only one of the excitonic transitions was 
observable here due to appropriate linearly polarized incident laser light. Panel (c) and (d) show the absolute 
value of the maximum contrast for increasing excitation laser power in vertical and tilted geometry, respectively.
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line in Fig. 4a) shows a high reflectivity of 98% at the excitonic resonance energy (blue line), while the reflectivity 
of the structures without DBR (case (ii) and (iii), green and black line) have a much lower value at the exciton 
transition energy (Fig. 4a). Interestingly, the structure with metal gate (iii) shows a higher reflectivity than the 
one with epitaxial gate (ii). This implies that the metal gate reflects a higher amount of the incident laser photons 
before they can reach the quantum dot.

The red line in Fig. 4b is a fit to the contrast measurement in vertical geometry (blue line) and shows a good 
agreement for values of c1 = 311 and c2 = 240 for the left and the right excitonic transition, respectively. If c would 
only represent the oscillator strength, it was more than one order of magnitude higher than in previous publica-
tions21,25–27. As the interaction between the QD and the light field is squeezed into c as fitting parameter, we can 
already conclude here, that this interaction seems to be strongly enhanced in our sample structure, showing such 
a high value for the fit parameter.

This assumption can be supported by the following simulations: The green line in Fig. 4b shows the results for 
case (ii) without the DBR, where the same fitting parameter values as received for case (i) are used. The contrast 
has not significantly changed, only a different line shape is observed caused by an altered phase relation between 
the reflected laser light and the QD photons. That means, the DBR itself has almost no influence on the contrast of 
a resonant measurement, as the incident laser photons are back-reflected by the DBR equally to the QD photons. 
A minor effect of the DBR is related to the interaction between QD dipole transitions and light field by the Purcell 
effect. The Purcell effect enhances this interaction, however, in samples similar to ours only by a negligible small 
factor of about 1.228. Finally, substituting the epitaxial gate by a NiCr gate in the simulations decreases the contrast 
by a factor of about 2 when again the same fitting parameter values as received for case (i) are used (see black line 
in Fig. 4b), however, it is not as strongly decreased as expected from previous reports15.

Our simulation show that the major effect comes most likely from the position of the wave node and antinode 
of the standing wave which builds up due to the DBR in the bottom of the sample structure: (i) The interface of 
the epitaxial gate is buried inside the sample and the wave node is positioned in the middle of the highly p-doped 
GaAs, leading to a smaller photon absorption in the area of high charge carrier density. A metal gate on top of the 
sample would pin the wave node to the surface and reflect part of the incident laser light before it reaches the quan-
tum dots. This has most probably the greatest effect on the contrast. (ii) The position of the QD in a wave antinode 
enhances the interaction between light field and QD dipole transitions, visible as huge c in our simulations.

Independent from the simulations, the epitaxial gate is much smoother and cleaner than a metal gate, which 
results in less scattering of the laser and QD light17.

Conclusion
In conclusion, we have demonstrated a record value for the contrast in differential reflection measurements of up 
to 83%. In a tilted geometry of the laser excitation, this value can be even enhanced to above 800%. Simulations 
using the transfer matrix algorithm show that the main contribution to such a high contrast most likely is in a 
strong interaction between the laser light field and the QD dipole transitions, visible as huge fitting parameter 
that takes, i. a., the oscillator strength into account. This leads us to the conclusion, that the buried epitaxial gate 
within a node of the standing wave which builds up due to the DBR underneath the diode structure of the sample 
and positioning of the QD in a wave antinode yields a sample with a very high contrast between QD photons and 
back-scattered laser light. Our results guide the way to further optimization of the sample structure and opens 
up new possibilities to investigate single self-assembled quantum dots without the need of cross-polarization or 
phase-sensitive lock-in techniques.
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Figure 4.  Simulation of the reflectivity and contrast. (a) Calculated reflectivity of the sample depending on 
the photon energy E. At the resonance energy of the QD (blue line), the reflectivity of the as-grown sample in 
this work (red line) is up to 98%. Removing the DBR leads to a decreased reflectivity (green line) at the QD 
resonance. Replacing in addition the p+-doped epitaxial gate by a 7 nm thick NiCr gate on top of the sample 
(black line) increases the reflectivity slightly again. Panel (b) shows the corresponding simulation of the 
expected contrast. The contrast for the as-grown sample (red line) is a fit to the measurement (blue line), shown 
in Fig. 3a. Removing the DBR (green line) or the epitaxial gate (black line), respectively, leads to a different line 
shape in the contrast measurement.
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Methods
Sample design.  The sample used in this work was grown by molecular beam epitaxy (MBE) and has a layer 
sequence as follows: A 50 nm thick buffer layer of GaAs and a periodic superlattice (SPS) with 20 layers of 2 nm 
AlAs and 2 nm GaAs were grown to smoothen the substrate surface and capture impurities, followed by the 
distributed Bragg reflector (DBR). The DBR consists of 16 sequences of 68.6 nm GaAs and 81.45 nm AlAs, hav-
ing an optical path length of 0.25λ at a typical QD wavelength of 950 nm. After 43 nm of GaAs (to position the 
beginning of the DBR in a wave antinode), a 50 nm thick silicon n-doped GaAs (ND = 2 · 1018 cm−3) layer follows 
as back contact. The following tunneling barrier consists of 30 nm of GaAs, 10 nm of Al0.33Ga0.67As and 5 nm of 
GaAs. After that, a layer of self-assembled InAs QDs was grown in the Stranski-Krastanov growth mode, partially 
capped flushed and covered by 30 nm of GaAs. A SPS consisting of 41 layers of 3 nm AlAs and 1 nm GaAs acts 
as a current blocking layer, while the following 292 nm of Al0.33Ga0.67As increase the lever arm of the structure 
and are fit to an optical length which shifts the QD into a wave antinode. 10 nm of GaAs separate this layer from 
the epitaxially grown gate, which consists of 30 nm of carbon doped GaAs (NA = 2 · 1018 cm−3) and 15 nm highly 
carbon doped GaAs (NA = 1 · 1019 cm−3). Finally, 1 nm GaAs, 2 nm AlAs and 42 nm GaAs are deposited to bury 
the epitaxial gate and shift it to a wave node.

For the electrical contacts, the n-doped back contact is reached in chemical wet etching to the GaAs layer 
underneath the p-doped layer and deposition of 10 nm Ni, 60 nm Ge, 120 nm Au, 10 nm Ni and 100 nm Au and 
alloying. The epitaxial top-gate is accessed by chemical wet etching to the p-doped layer and deposition of 10 nm 
Au, 15 nm Cr and 200 nm Au. Finally, a zirconia solid immersion lens (SIL) is positioned on top of the gate. The 
sample structure can be seen in Fig. 1a.

Experimental methods.  A confocal microscope setup is used to address a single self-assembled QD, shown 
schematically in Fig. 1b. The light from a tunable laser diode is fed into the microscope and reflected towards the 
sample by a 10/90 beam splitter. The sample is cooled to 4.2 K in a liquid He bath cryostat. An objective lens with 
a NA of 0.68 focuses the laser to a spot size of about 1 μm, giving a laser spot area A of 0.78 μm2. Together with 
the SIL, the objective lens yields a collection efficiency of 5.8%29. The resonant laser excitation and QD photon 
detection is aligned along the same path with a microscope head that contains two 10/90 beam splitter and two 
polarizers. Cross-polarization enables a suppression of the spurious laser scattering into the detection path by a 
factor of more than 107. Due to the cross-polarization in this method, the incident laser light is linearly polarized, 
which can favor the excitation of one of the two fine-structure split exciton resonances. The perpendicular linear 
polarizer in the detection arm suppresses (apart from the reflected laser light) also some of the QD photons before 
they reach the detector, which again can change the relative peak intensities.

The losses of QD photons in this setup comprise the losses in the quartz glass window of the sample tube 
(0.02), in the two beam splitters (0.1 each), in the linear polarizer in the detection arm (0.5) and in the coupler to 
the detection fiber (0.3). The objective is anti-reflection coated, so the losses here are negligible. Additionally, for 
the used wavelength, the APD has an efficiency of 0.35. At the highest count rate, a correction factor of 1.15 due to 
detector dead times has to be taken into account. Altogether, the measured count rates are about 12-fold smaller 
than the rates at the first objective lens.

The gate and the back contact of the sample can be connected to a voltage source to tune the resonance fre-
quency of the QD state by the Stark effect30. To measure a small contrast in differential reflection, i.e. without 
suppressing the laser background by cross-polarization, a square pulse can be applied to the gate and the signal 
can be detected phase sensitive by a photodiode connected to a lock-in amplifier13.

Simulation.  In the transfer matrix algorithm one receives the transfer matrix for the quantum dot in 
Equation 2 calculating the limit Mi(di → 0). In detail, the different entries can be calculated like
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Data Availability
The data that support the findings of this study are available from the corresponding author on request.

References
	 1.	 Kimble, H. J. The quantum internet. Nat. 453, 1023–1030 (2008).
	 2.	 Ladd, T. D. et al. Quantum computers. Nat. 464, 45–53 (2010).
	 3.	 Kuhlmann, A. V. et al. A dark-field microscope for background-free detection of resonance fluorescence from single semiconductor 

quantum dots operating in a set-and-forget mode. Rev. Sci. Instruments 84, 073905 (2013).
	 4.	 Kurzmann, A., Ludwig, A., Wieck, A. D., Lorke, A. & Geller, M. Photoelectron generation and capture in the resonance fluorescence 

of a quantum dot. Appl. Phys. Lett. 108, 263108 (2016).
	 5.	 Kurzmann, A., Ludwig, A., Wieck, A. D., Lorke, A. & Geller, M. Auger recombination in self-assembled quantum dots: Quenching 

and broadening of the charged exciton transition. Nano Lett. 16, 3367–3372 (2016).

https://doi.org/10.1038/s41598-019-45259-z


7Scientific Reports |          (2019) 9:8817  | https://doi.org/10.1038/s41598-019-45259-z

www.nature.com/scientificreportswww.nature.com/scientificreports/

	 6.	 Michler, P. A quantum dot single-photon turnstile device. Sci. 290, 2282–2285 (2000).
	 7.	 Yuan, Z. Electrically driven single-photon source. Sci. 295, 102–105 (2001).
	 8.	 Santori, C., Fattal, D., Vučković, J., Solomon, G. S. & Yamamoto, Y. Indistinguishable photons from a single-photon device. Nat. 419, 

594 (2002).
	 9.	 Vamivakas, A. N., Zhao, Y., Lu, C.-Y. & Atatüre, M. Spin-resolved quantum-dot resonance fluorescence. Nat. Phys. 5, 198 (2009).
	10.	 Yılmaz, S. T., Fallahi, P. & Imamoğlu, A. Quantum-dot-spin single-photon interface. Phys. Rev. Lett. 105, 033601 (2010).
	11.	 Muller, A. et al. Resonance fluorescence from a coherently driven semiconductor quantum dot in a cavity. Phys. Rev. Lett. 99, 187402 

(2007).
	12.	 Ates, S. et al. Post-selected indistinguishable photons from the resonance fluorescence of a single quantum dot in a microcavity. 

Phys. Rev. Lett. 103, 167402 (2009).
	13.	 Högele, A. et al. Voltage-controlled optics of a quantum dot. Phys. Rev. Lett. 93, 217401 (2004).
	14.	 Gerardot, B. D. et al. Contrast in transmission spectroscopy of a single quantum dot. Appl. Phys. Lett. 90, 221106 (2007).
	15.	 Vamivakas, A. N. et al. Strong extinction of a far-field laser beam by a single quantum dot. Nano Letters 7, 2892–2896 (2007).
	16.	 Zumofen, G., Mojarad, N. M., Sandoghdar, V. & Agio, M. Perfect reflection of light by an oscillating dipole. Phys. Rev. Lett. 101, 

180404 (2008).
	17.	 Ludwig, A. et al. Ultra-low charge and spin noise in self-assembled quantum dots. J. Cryst. Growth 477, 193–196 (2017).
	18.	 Kaldewey, T. et al. Coherent and robust high-fidelity generation of a biexciton in a quantum dot by rapid adiabatic passage. Phys. Rev. 

B 95, 161302 (2017).
	19.	 Loudon, R. The Quantum Theory of Light (Oxford University Press, 2000).
	20.	 Matthiesen, C., Vamivakas, A. N. & Atatüre, M. Subnatural linewidth single photons from a quantum dot. Phys. Rev. Lett. 108, 

093602 (2012).
	21.	 Karrai, K. & Warburton, R. J. Optical transmission and reflection spectroscopy of single quantum dots. Superlattices Microstruct. 33, 

311–337 (2003).
	22.	 Born, M. & Wolf, E. Principles of Optics - Electromagnetic Theory of Propagation, Interference and Diffraction of Light 4 edn 

(Pergamon Press, Oxford, London, Edinburgh, New York, Toronto, Sydney, Paris, Braunschweig, 1970).
	23.	 van Enk, S. J. & Kimble, H. J. Single atom in free space as a quantum aperture. Phys. Rev. A 61, 051802 (2000).
	24.	 van Enk, S. J. Atoms, dipole waves, and strongly focused light beams. Phys. Rev. A 69, 043813 (2004).
	25.	 Reithmaier, J. P. et al. Strong coupling in a single quantum dot–semiconductor microcavity system. Nat. 432, 197 (2004).
	26.	 Andreani, L. C., Panzarini, G. & Gérard, J.-M. Strong-coupling regime for quantum boxes in pillar microcavities: Theory. Phys. Rev.B 

60, 13276–13279 (1999).
	27.	 Birkedal, D., Bloch, J., Shah, J., Pfeiffer, L. N. & West, K. Femtosecond dynamics and absorbance of self-organized InAs quantum 

dots emitting near 1.3 μm at room temperature. Appl. Phys. Lett. 77, 2201–2203 (2000).
	28.	 Ma, Y., Kremer, P. E. & Gerardot, B. D. Efficient photon extraction from a quantum dot in a broad-band planar cavity antenna. J. 

Appl. Phys. 115, 023106 (2014).
	29.	 Zwiller, V. & Björk, G. Improved light extraction from emitters in high refractive index materials using solid immersion lenses. J. 

Appl. Phys. 92, 660 (2002).
	30.	 Li, S.-S. & Xia, J.-B. Quantum-confined stark effects of InAs/GaAs self-assembled quantum dot. J. Appl. Phys. 88, 7171–7174 (2000).
	31.	 Snider, G. 1D Poisson. (1996).

Acknowledgements
This work was supported by the German Research Foundation (DFG) within the Collaborative Research Centre 
(SFB) 1242, Project No. 278162697, and the individual research grant No. GE2141/5-1 and LU2051/1-1. A.Lu., 
R.S. and A.D.W. acknowledge gratefully support of DFG-TRR160, BMBF - Q.Link.X 16KIS0867, and the 
DFH/UFA CDFA-05-06. Publication was supported by the Open Access Publication Fund of the University of 
Duisburg-Essen. The authors would like to thank Komron Shayegan for active participation in the measurements.

Author Contributions
P.L. and A.K. performed the experiments. P.L. evaluated the data and performed the simulations with input from 
M.G., A.Lo. and A.K. The sample was designed and grown by R.S., A.Lu. and A.D.W., P.L., M.G., and A.Lo. wrote 
the manuscript. A.Lo. and M.G. supervised the experimental work.

Additional Information
Competing Interests: The authors declare no competing interests.
Publisher’s note: Springer Nature remains neutral with regard to jurisdictional claims in published maps and 
institutional affiliations.

Open Access This article is licensed under a Creative Commons Attribution 4.0 International 
License, which permits use, sharing, adaptation, distribution and reproduction in any medium or 

format, as long as you give appropriate credit to the original author(s) and the source, provide a link to the Cre-
ative Commons license, and indicate if changes were made. The images or other third party material in this 
article are included in the article’s Creative Commons license, unless indicated otherwise in a credit line to the 
material. If material is not included in the article’s Creative Commons license and your intended use is not per-
mitted by statutory regulation or exceeds the permitted use, you will need to obtain permission directly from the 
copyright holder. To view a copy of this license, visit http://creativecommons.org/licenses/by/4.0/.
 
© The Author(s) 2019

https://doi.org/10.1038/s41598-019-45259-z
http://creativecommons.org/licenses/by/4.0/

	Contrast of 83% in reflection measurements on a single quantum dot

	Sample Design

	Resonance Fluorescence Measurements with Polarization Suppression

	Resonance Fluorescence without Cross-Polarization

	Simulation

	Simulation Results and Discussion

	Conclusion

	Methods

	Sample design. 
	Experimental methods. 
	Simulation. 

	Acknowledgements

	Figure 1 Sample design and measurement setup.
	Figure 2 Resonance fluorescence (RF) measurements.
	Figure 3 Contrast measurements in reflection without lock-in technique or cross-polarization.
	Figure 4 Simulation of the reflectivity and contrast.




