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A B S T R A C T

Electrochemical ammonia oxidation has gained a lot of attention recently as an efficient method for
ammonia removal fromwastewater, for the use in ammonia-based fuel cells and the production of high
purity hydrogen. Thermally decomposed iridium oxide films (TDIROF) have been shown to be
catalytically active for direct ammonia oxidation in aqueous solutions if NH3 is present. However, the
process was reported to be rapidly inhibited on TDIROF. Herein, we show that this fast inhibition of direct
ammonia oxidation does not result from surface poisoning by adsorbed elemental nitrogen (Nads).
Instead, we propose that direct ammonia oxidation and oxygen evolution can lead to a drop of the local
pH at the electrode resulting in a low availability of the actual reactant, NH3. The hypothesis was tested
with cyclic voltammetry (CV) experiments on stagnant and rotating disk electrodes (RDE). The CV
experiments on the stagnant electrode revealed that the decrease of the ammonia oxidation peaks was
considerably reduced by introducing an idle phase at open circuit potential between subsequent scans.
Furthermore, the polarization of the TDIROF electrode into the hydrogen evolution region (HER) resulted
in increased ammonia oxidation peaks in the following anodic scans which can be explained with an
increased local pH after the consumption of protons in the HER. On the RDE, the ammonia oxidation
peaks did not decrease in immediately consecutive scans. These findingswould not be expected if surface
poisoning was responsible for the fast inhibition but they are in good agreement with the proposed
mechanism of pH induced limitation by the reactant, NH3. The plausibility of the mechanism was also
supported by our numerical simulations of the processes in the Nernstian diffusion layer. The knowledge
about this inhibition mechanism of direct ammonia oxidation is especially important for the design of
electrochemical cells for wastewater treatment. The mechanism is not only valid for TDIROF but also for
other electrodes because it is independent of the electrode material.
ã 2015 The Authors. Published by Elsevier Ltd. This is an open access article under the CC BY license

(http://creativecommons.org/licenses/by/4.0/).
1. Introduction

Direct ammonia oxidation at catalytically active surfaces can be
used for the electrolytic removal of ammonia from wastewater
[1,2]. Additionally, the process was suggested for the use in fuel
cells where ammonia acts as a substitute for hydrogen [3] and for
the production of high purity hydrogen in ammonia electrolyzers
[4]. In contrast to indirect oxidation with active chlorine species,
which is mostly employed for wastewater treatment, direct
ammonia oxidation does not produce chlorinated by-products
such as chlorate, perchlorate or organic chlorinated substances.
Furthermore, direct oxidation usually proceeds at lower anode
potentials than chlorine formation. Consequently, a high current
efficiency and a lower specific energy demand can be achieved
+41 58 765 5802.
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making direct ammonia oxidation attractive for wastewater
treatment.

Direct ammonia oxidationwas shown to be technically feasible
on isostatically pressed fine grain graphite without concomitant
chlorine formation [5]. However, the ammonia removal rate was
low in real stored urine (2.9�0.3 gN�m�2�d�1) and mineralization
of the graphite electrode occurred as a side reaction. Although the
mineralization was slow, the graphite electrode has to be
considered a consumable. Corrosion problems were also reported
with Ni/Ni(OH)2 anodes [6]. In order to reduce maintenance and
material consumption, it would be desirable to find more stable
electrodematerials that are suitable for direct ammonia oxidation.

The catalytic activity for direct ammonia oxidation was
demonstrated for thermally decomposed iridium oxide films
(TDIROF, [7]) or boron-doped diamond electrodes (BDD, [8]). Both
electrodes are stable when they are used as anodes. TDIROF
electrodes further have the advantage that they are easy to
fabricate and that they have a comparatively low overpotential for
le under the CC BY license (http://creativecommons.org/licenses/by/4.0/).
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direct ammonia oxidation (Table 1). The low overpotential
eventually leads to a high selectivity towards direct ammonia
oxidation and to low specific energy requirements. However, the
costs for the precious metal iridium are a drawback of this
electrode.

Kapałka et al. [7] found that ammonia oxidation peaks of
consecutive cyclic voltammograms decreased dramatically on
TDIROF if the lower return potential was above the hydrogen
evolution region (HER). The authors interpreted these results as an
electrode deactivation through surface poisoning by adsorbed
intermediate nitrogen species (NH2,ads, NHads, Nads) formed during
the direct ammonia oxidation process initially proposed by
Gerischer and Mauerer [9] for platinum (Pt, Eqs. (1)–(5)).

NH3ðaqÞ Ð NH3;ads (1)

NH3;ads Ð NH2;ads þ Hþ þ e� (2)

NH2;ads Ð NHads þ Hþ þ e� (3)

NHx;ads þ NHy;ads Ð N2 þ ðxþyÞHþ þ ðxþyÞe� (4)

NHads Ð NHads þ Hþ þ e� (5)

where x, y =1 or 2.
This interpretation is often used to explain the decreasing

activity of electrodes during direct ammonia oxidation in aqueous
media [10]. It is mainly based on the findings of de Vooys et al. [11]
who identified Nads as an electrode poison on transition metal
electrodes (such as Ru, Rh, Pd) and who generalized the
mechanism of direct ammonia oxidation (Eqs. (1)–(5)) to
transition metal electrodes.

However, deactivation of the electrode by surface poisoning
might not be the only process leading to lower ammonia oxidation
peaks in cyclic voltammetry (CV). In fact, it has been demonstrated
for TDIROF [7] and other electrode materials [5,6,8] that direct
ammonia oxidation is highly pH sensitive because the actual
reactant is NH3while NH4

+ cannot be oxidized directly. Apparently,
direct ammonia oxidation itself (Eqs. (2)–(4)), but also many other
anodic processes such as oxygen evolution (Eq. (6)), release a large
number of protons.

2H2O ! O2 þ 4Hþ þ 4e� (6)

This can lead to a strong pH drop in the Nernstian diffusion layer
if the electrolyte is not buffered. The consequence is a shift in the
local ammonia speciation according to the acid-base equilibrium,
resulting in a low availability of reactive NH3.
Table 1
Comparison of onset potentials and peak potentials for direct ammonia oxidation
on thermally decomposed iridium oxide films (TDIROF), isostatically pressed fine
grain graphite and boron-doped diamond (BDD) at pH=9.

Electrode Material On-set potential Peak potential
[V vs. SHE] [V vs. SHE]

TDIROF [7] 0.9 1.1
Graphite [5] 1.0 1.4
Ni/Ni(OH)2 [6] 1.1 1.3
BDD [8] 1.6 2.2
The hypothesis of this study is that decreasing ammonia
oxidation peaks on TDIROF in subsequent scans could be due to a
drop of the local pH in the Nernstian diffusion layer caused by
acidic anodic reactions. To test this hypothesis, we evaluated the
ammonia oxidation peaks of CV experiments with varying lower
return potentials in stagnant electrolytes. Furthermore, we
employed a rotating disc electrode (RDE) to control the thickness
of the Nerstian diffusion layer under well-defined hydraulic
conditions. These experiments were complemented with numeri-
cal simulations of the ammonia concentration profiles in the
Nernstian diffusion layer to show that the proposed mechanism is
plausible.

2. Experimental

The TDIROF electrodes were prepared by thermal decomposi-
tion of a precursor solution (0.25mol�L�1 H2IrCl6(99.9%, ABCR
GmbH & Co, Karlsruhe, Germany) in i-propanol (99.8%, Merck
KGaA, Darmstadt, Germany)) on a titanium substrate (grade 2,
BIBUS METALS AG, Fehraltorf, Switzerland) as previously reported
[7]. The titaniumwas sand blasted, treated in 1mol�L�1oxalic acid
(99.5%, Fluka Chemie GmbH, Buchs, Switzerland) at 95 �C for one
hour, rinsedwith nanopurewater and dried in an oven at 105 �C for
5minutes. Several layers were deposited to reach the final loading.
Each IrO2 layer was applied by pipetting the precursor solution
onto one side of the substrate and distributing it evenly with a
brush. The i-propanol was evaporated in an oven at 105 �C for
10minutes followed by a tempering of the electrodes at 500 �C for
10minutes. A pair of rectangular electrodes (5 cm�4 cm) was
loaded with 0.63�0.00mg�cm�2 and three RDEs (diameter
15mm) with 0.81�0.14mg�cm�2. As a final step, the TDIROF
was annealed at 500 �C for 1hour. The electrodes were character-
ized using a scanning electron microscope (SEM, Nova NanoSEM
230, FEI, Hillsboro, USA). Elemental analysis was performed with
an energy dispersive X-ray (EDX) system (INCA 4.15, X MAX 80,
Oxford, UK) attached to themicroscope. Results are provided in the
supplementary information in section A.

The CV experiments in stagnant electrolytewere performed in a
one-compartment cell (50mL) with a three electrode setup. The
rectangular TDIROF working electrode was pressed against a hole
in the bottom of the cell exposing a geometric surface area of
0.5 cm2 to the electrolyte. The sealing between the electrode and
the cell was made out of a silicon O-ring. The reference electrode
(Hg/Hg2SO4/K2SO4 (MSE), Ref 601, Radiometer Analytical, Villeur-
banne, France) was contained in a Luggin capillary filled with
saturated K2SO4 (99%, Fluka). The tip of the Luggin capillary was
placed 2mm above the working electrode. A Pt-wire (geometric
surface area: 1.26 cm2) was used as the counter electrode. A
potentiostat (PGU10V-1A-IMP-S, Ingenieurbüro Peter Schrems,
Münster, Germany) controlled the working electrode potential.
The working electrode potential and the current density were
recordedwith the EcmWin software (EcmWin V2.4, Ingenieurbüro
Peter Schrems). The temperature and pH were measured
continuously (SenTix 41 connected to pH 196, WTW, Weilheim,
Germany) but no temperature control was installed.

The same potentiostat and pH meter were used in the CV
experiments on a RDE but another one-compartment cell (200mL)
with three electrodes was used. The TDIROF-RDE was sealed in a
Teflon cylinder exposing a geometric surface area of 0.95 cm2.
The cylinder was plugged on the rotator (Jaissle Rotator, Jaissle
Elektronik, Waiblingen, Germany) and inserted into the electrolyte
from the top. The reference electrode (MSE, HgE 11, Sensortechnik
Meinsberg, Waldheim, Germany) was contained in a Luggin
capillary filled with saturated K2SO4 (99%, Fluka). The angled tip
of the capillarywas placed 3mm from the RDE. A Pt-foil (geometric
surface area: 10.62 cm2) was utilized as the counter electrode.
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The electrolyte temperature was controlled at 25�0.1 �C with a
thermostat (Colora Messtechnik GmbH, Lorch, Germany). All
experiments were performed in 0.5mol�L�1 Na2SO4 (99%, Merck) +
0.125mol�L�1 (NH4)2SO4 (99.5%, Merck) dissolved in nanopure
water. The pH value was adjusted by dosing NaOH (99%, Merck).
[(Fig._1)TD$FIG]

Fig. 1. Five consecutive scans on a TDIROF electrode in 0.5mol�L-1 Na2SO4 + 0.125
mol�L-1 (NH4)2SO4 +NaOH at pH=9.25. Scan rate 200mV�s-1, upper return
potential: 0.8V vs. MSE, lower return potential: -1.1 V vs. MSE, T =25.2 �C, counter
electrode: Pt-wire. The circles (�) at 0.3 and -0.5V vs.MSEmark the points atwhich
the concentration profiles in Fig. 5 and Fig. 7 were calculated.
3. Calculations

We developed a dynamic numerical 1D-model to simulate pH,
NH3 and NH4

+concentrations in the Nernstian diffusion layer of the
working electrode. The Nernstian diffusion layer was divided into
segments of uniform thickness in which the concentrations were
assumed to be homogeneous. The heterogeneous electrochemical
reactions of direct ammonia oxidation and oxygen evolution were
assumed to affect only the lowest of these segments which wewill
call the reaction zone. Oxygen evolution was taken into account
according to Eq. (6) and direct ammonia oxidationwas assumed to
lead exclusively to molecular nitrogen for reasons of simplicity:

NH3 ! 0:5N2 þ 3Hþ þ 3e� (7)

The surface specific reaction rate rX (mmol�cm�2�s�1) of the
compound Xwas estimated based on themeasured current density
j (mA�cm�2) according to Faraday’s law:

rNH3 ¼ � jNH3

F � nNH3

(8)

rO2 ¼ � jO2

F � nO2

(9)

rHþ ¼ nO2 � rO2 � nNH3 � rNH3 (10)

where F=96485C�mol�1 is the Faraday constant, nO2 =4 (�) and
nNH3 =3 (�) are the number of electrons transferred according to
Eqs. (6) and (7).

The current density was allocated to the two electrochemical
processes as follows:

jNH3
¼ jNH � jb if : 0:3 V < Ew < 0:68 V and jNH3

> 0 mA � cm�2 (11)

jo2 ¼ jNH � jb if : 0:68 V < Ew and jO2
> 0 mA � cm�2 (12)

The subscript NH denotes the current density measured during
CV in 0.5mol�L�1 Na2SO4 + 0.125mol�L�1 (NH4)2SO4 +NaOH and b
denotes the background current density measured in
0.5mol�L�1Na2SO4 +NaOH. The jb was subtracted to account for
non-faradaic currents. Ew (V) is the potential of the working
electrode.

The acid-base equilibrium of ammonia was modeled according
to the mass action law in all segments individually and was
assumed to be in equilibrium instantaneously. The conditional

equilibrium constant (Kc) was calculated from K ¼ 10�pKa

(pKa = 9.25 [12]) with the activity coefficients of NH3 (gNH3
¼ 1)

and NH4
+ (gNH4

¼ 0:42) accounting for the ionic strength Ic =1.88
mol�L�1 in the supporting electrolyte.The activity coefficients
were estimated in the chemical speciation software PHREEQC [13]
using the Pitzer approach with a database extended by Pitzer
parameters for ammonium [6]. The pKc-valuewas found to be 9.62.
The concentration of X was denoted with cX in mol�L�1.

KC ¼ K � gNH4

gNH3

¼ cNH3 � cHþ

cNHþ
4

(13)

Themass flux JXi,i+1 (mmol�cm�2�s�1) of species X from segment
i to segment i + 1 was modeled with Fick’s first law of diffusion
(Eq. (14)). Themass flux bymigrationwas neglected because of the
high conductivity of the used electrolytes [14].

JXi;iþ1 ¼ �DX
ðcX;i � cX;iþ1Þ

Dy
(14)

The values of the implemented diffusion coefficients
were DNH3 =1.5�10�5 cm2�s�1, DNH4+ =1.957�10�5 cm2�s�1,
DH+ = 9.311�10�5 cm2�s�1 [12] and Dy (cm) was the thickness of
one segment in perpendicular direction to the electrode surface.

When an RDEwas used, the thickness of the Nernstian diffusion
layer dN (cm) was defined by the hydraulic conditions and could be
calculated with Eq. (15) [15] depending on the angular velocity v
(s�1), the kinematic viscosity of water n =8.93�10�3 cm2�s�1 and
the diffusion coefficient of ammonia.

dN ¼ 1:6 �v�1=2 � n1=6 � DNH3
1=3 (15)

This numerical model was implemented in Berkeley Madonna
(Berkeley Madonna Inc. Berkeley, USA, Version 8.3.18).

4. Results

4.1. CV experiments in stagnant and agitated electrolytes

The cyclic voltammograms in Fig. 1 show a strong inhibition of
direct ammonia oxidation on our TDIROF electrodes in immedi-
ately consecutive scans confirming the findings of Kapałka et al. [7].
The ammonia oxidation peak in the forward scans (a1) as well as
the ammonia oxidation peak in the backward scans (a2) decreased
continuously from the first to the fifth scan. The peak a1 decreased
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Fig. 3. Three CV scans on TDIROF in 0.5mol�L-1 Na2SO4 + 0.125mol�L-1 (NH4)2SO4 +
NaOH at pH=9.25. An idle period of 4minutes was introduced between each scan
during which the electrolyte was stirred. The points (4) at -0.4V and (5) at 0.3V vs.
MSE at which the concentration profiles in Fig. 6 were calculated are indicatedwith
the circles (�). Scan rate 200mV�s-1, upper return potential: 0.8V vs. MSE, lower
return potential: -0.9V vs. MSE, T = 23.4 �C, counter electrode: Pt-wire.
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in five scans by 32%. It is important to note that the scans were
performed without interruption; the lag phase was 19 seconds
between two consecutive ammonia oxidation peaks. Thus, the
time for diffusion to equilibrate the reactant and pH gradients in
the Nernstian diffusion layer was limited.

In compliance with the interpretation of Kapałka et al. [7], the
peak a2 appears because ammonia is not oxidized in the OER. It
was hypothesized that NH3 oxidation requires the redox couple IrO
(OH)2/IrO2(OH) present at anode potentials of about 0.3 to 0.7V vs.
MSE. Above potentials of 0.7V vs. MSE, the iridium is completely
oxidized to IrO3 which excludes the oxidation of ammonia in the
OER. However, the oxidation to IrO3 is reversible and therefore
ammonia oxidation restarts in the backward scan.

The lower return potential was clearly above the HER in which
protons would be consumed according to Eq. (16).

2Hþ þ 2e� ! H2 (16)

As the HER was not reached, the protons released during the
anodic reactions of ammonia oxidation (Eq. (2)–(4)) or oxygen
evolution (Eq. (6)) were not consumed by hydrogen evolution
during the cathodic polarization of the electrode. This means that
the reduction of the peaks a1 and a2 could very well result from a
reactant limitation due to a drop in local pH.

Fig. 2A shows five immediately consecutive CV scans in which
the TDIROF electrode was polarized moderately into the HER
(lower return potential -1.5V vs. MSE). The ammonia oxidation
peaks a1 and a2 were nearly identical, just the first scan showed
slightly smaller peaks. An even more pronounced difference
between the first and the consecutive scans can be seen in Fig. 2B
presenting the data of an experiment where the electrode was
strongly polarized into the HER (lower return potential -1.7V vs.
MSE). In this case, the ammonia oxidation peaks of the scans two to
five (again all nearly identical) were clearly higher than in the first
scan.

In contrast to the experiment where the HER was not reached
(Fig. 1), the polarization of the working electrode into the HER
resulted in the consumption of protons according to Eq. (16). The
longer the electrode was polarized into the HER, the higher were
the ammonia oxidation peaks a1 and a2 in the following anodic
[(Fig._2)TD$FIG]

Fig. 2. A: Five consecutive scans onTDIROF in 0.5mol�L-1 Na2SO4 + 0.125mol�L-1 (NH4)2SO
a lower return potential of -1.7V vs. MSE. The red solid line marks the 5th scan. Scan ra
electrode: Pt-wire.
polarizations. This very likely resulted from a higher NH3

concentration in the reaction zone after strong hydrogen evolu-
tion.

Compared to the experimentwith immediate consecutive scans
(Fig.1), a considerably lower reduction of a1 and a2was observed if
an idle period of 4minutes was inserted between individual scans,
even if the lower return potential was kept above the HER (Fig. 3).
The peak a1 decreased by no more than 11% from the first to the
ninth scanwhich is clearly less thanwith immediately consecutive
scans. This finding corroborates our hypothesis of an effect in the
diffusion layer. Due to the diffusion of protons, ammonia and
4 +NaOHwith a lower returnpotential of -1.5V vs.MSE. B: The same as in A butwith
te 200mV�s-1, upper return potential: 0.8V vs. MSE, pH=9.25, T = 25.3 �C, counter
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Fig. 4. Five consecutive scans on a rotating TDIROF electrode in 0.5mol�L-1
Na2SO4 + 0.125mol�L-1 (NH4)2SO4 +NaOH at pH=9.25. The circles (�) at 0.3 and
-0.5 V vs. MSE mark the points at which the concentration profiles in Fig. 7 were
calculated. Scan rate 200mV�s-1, upper return potential: 0.8V vs. MSE, lower return
potential: -0.9V vs. MSE, T = 25.0 �C, counter electrode: Pt-foil.

[(Fig._5)TD$FIG]

Fig. 5. A: Calculated pH profiles in the vicinity of the electrode. B: NH3

concentration profiles in the vicinity of the electrode. The profiles correspond to
point (4) just before the ammonia oxidation peaks a1 appeared in the experiment
presented in Fig. 1 (immediately consecutive scans, bulk pH=9.25).

[(Fig._6)TD$FIG]

Fig. 6. A: Calculated pH profiles. B: NH3 concentration profiles. The profiles
correspond to the points (4) and (5) in the first idle phase indicated in Fig. 3
(4minutes idle phase between scans, bulk pH=9.25).
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ammonium, similar NH3 concentrations must have been reached
in the reaction zone prior to each anodic polarization which
resulted in comparable ammonia oxidation peaks.

If the much lower decrease of a1 and a2 would have resulted
from the reduction of poisonous Nads, a reduction peak would have
been expected in the backward scans. However, this was neither
the case with or without idle periods between the scans (Fig. 1 and
Fig. 3, respectively). Also the reduction of Nads during the idle phase
was very unlikely because the OCP was almost constant between
the scans (mean OCP value of all idle periods -0.413�0.003V vs.
MSE) and certainly did not reach values below the lower return
potential (supplementary information B).

In Fig. 4 we present five immediately consecutive cyclic
voltammograms recorded on an RDE at an angular velocity of
91 rpm. In contrast to the scans in stagnant electrolytewithout idle
phase, the scans following thefirst scan on the RDE did not result in
a strong decrease of the direct ammonia oxidation peaks a1 or a2.
In fact, the peak a1 only decreased by 5% from the first to the
second scan. In the following scans, the decrease of peak a1 was
small (around 0.6% in each scan) resulting in a total peak decrease
from the first to the fifth scan of 7%.

Also in this experiment, the lower return potential (-0.9V vs.
MSE) was chosen clearly above the HER and even 0.2V higher than
in the experiment in stagnant electrolyte (Fig.1). The time inwhich
concentration gradients could even out was short (17 s) and the
protons released during direct ammonia oxidation (Eq. (1)–(4))
and oxygen evolution (Eq. (6)) could not be consumed by hydrogen
evolution. However, by making use of an RDE we were able to
control the hydraulics at the working electrode and therewith to
reduce dN. The consequences of this can be shown with our model
calculations and are presented in the next section.

4.2. Concentration profiles in the Nernstian diffusion layer during CV

The electrochemicalmeasurements all supportedourhypothesis
but theydidnot showhow thediffusion in the electrolyte proceeded
and whether the proposed mechanism would be plausible on the
observed special and temporal scale. To getmore information about
the concentrationprofiles in thediffusion layerweused thedynamic
computer model. The initial conditions of the three state variables
were chosen as cNH3 ¼ 0:07476 and cNHþ

4
¼ 0:1752 molN�L�1 and

pH=9.25 in all simulations.
In Fig. 5, simulated concentration profiles are given for the

characteristic points of the voltammogram in Fig. 1. The
concentration profiles show that the time between ammonia
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oxidation peaks in immediately subsequent scanswas too short for
the pH gradient to equalize (Fig. 5A). Consequently, the regions in
the vicinity of the electrode became more and more acidic with
every scan. Due to the acid-base equilibrium, the change in pH
resulted in a strong shift of ammonia speciation. Namely, the NH3

concentration dropped considerably (Fig. 5B). Thus, the concen-
tration of the reactant (NH3) became lower during every anodic
scan resulting in smaller direct ammonia oxidation peaks.

Figs. 6A and B display simulated concentration profiles at the
points marked in Fig. 3 during the experiment where an idle phase
of 4minutes was inserted between the scans. The profiles at the
beginning of the first idle phase were calculated at the same point
in time since the start of the experiment as the profiles calculated
before the second scan in the experiment without an idle phase.
These concentration profiles form Fig. 5 and Fig. 6 are directly
comparable. The profiles in Figs. 6A and B were less pronounced
because the anodic currents in the foregoing scan were smaller.
After the first idle phase, just before the second anodic polarization
started (point (5) in Fig. 3), there still was a small shift of ammonia
speciation in the reaction zone (Fig. 6B). This explains the small
reduction of the ammonia oxidation peaks in the following scan
and in all additional cycles until the ninth scan. The idle time
between the scans allowed concentrations to equalize almost
completely before a new anodic polarization so that comparable
ammonia oxidation peaks were measured.

In stagnant electrolyte, the Nernstian diffusion layer has no
limit and could theoretically expand deep into the bulk liquid.
From the concentration profiles in Fig. 5A it can be deduced that
the maximal dN was close to 1.5mm during the experiment
presented in Fig.1. On the RDE, dNwas hydraulically controlled and
much thinner.With Eq. (15) itwas calculated to be dN= 0.15mm for
[(Fig._7)TD$FIG]

Fig. 7. A, B, and C: Calculated concentration profiles during the second scan of the experim
profiles during the second scan of the experiment on the RDE presented in Fig. 4 during w
numbers in the plots correspond to the numbers in the Fig. 1 and Fig. 4 indicating the
the applied rotational speed of 91 rpm. The consequences were the
buildup of distinctly different concentration profiles of H+, NH4

+

and NH3 compared to the stagnant electrolyte leading to a
considerably different diffusion behavior.

A comparison of four concentration profiles between the first
anodic polarization and the second anodic polarization in stagnant
electrolyte (A, B, and C) and in agitated electrolyte (D, E, and F) is
shown in Fig. 7. In the stagnant electrolyte and on the RDE, a
speciation shift due to a change in local pH appeared. However,
when dN was hydraulically controlled on the RDE the concentra-
tion gradients evened out much faster. The reason for this was the
more pronounced concentration gradients due to a thinner and
limited Nernstian diffusion layer. The result was faster diffusion
allowing concentrations to draw level quickly. Consequently, the
concentration of NH3 in the reaction zone at point 4 prior to the
second anodic polarizationwas much closer to the one found prior
to the first scan (compare the profiles 4 at distance 0 from the
electrode in Figs. 7B and E). This is remarkable and demonstrates
the importance of dN. It should be noted that the time until point
4 was reached in the CV on the RDE was shorter, because the lower
return potential was higher than in the experiments with stagnant
electrolyte (Fig. 1).

5. Discussion

5.1. Mechanisms inhibiting direct ammonia oxidation

Gerischer and Mauerer [9] distinguished between a fast and a
slow passivation of direct ammonia oxidation on Pt. They found
that the fast passivation was reversible by simply letting the
working electrode rest at OCP. On the other hand, the slow
ent in stagnant electrolyte presented in Fig. 1. D, E, and F: Calculated concentration
hich the Nernstian diffusion layer was hydraulically controlled at dN = 0.15mm. The
point in time at which the profile was calculated.
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passivation was found to be irreversible and was attributed to
surface poisoning by Nads. This also meant that the fast passivation
could not result from surface poisoning by Nads because the fast
passivation was reversible.

Analogous to the platinum case, we argue that the fast
inhibition of direct ammonia oxidation on TDIROF, as observed
by Kapałka et al. [7] and in our experiments (Fig. 1), cannot result
from surface poisoning by Nads. The experiment presented in Fig. 2
showed that it was enough to let the TDIROF electrode rest at OCP
during an idle phase of 4minutes to restore the catalytic activity of
the electrode. Thus, the fast inhibition on TDIROF was reversible.
Gerischer and Mauerer [9] showed that Nads can only be removed
from Pt at high temperatures due to the high binding energy of
Nads. De Vooys et al. [11] estimated the binding energy of Nads on Pt
to be 394kJ�mol�1 and Wang et al. [16] calculated a value of
373kJ�mol�1 on oxygen rich IrO2. These binding energies are in the
same order of magnitude. Therefore, the passivation of IrO2 by Nads

should be irreversible too but it was not. Furthermore, if surface
poisoning by Nads would be the relevant mechanism, decreasing
ammonia oxidation peaks would also be expected to appear on the
RDE (Fig. 4) but they did not. For these reasons, the fast inhibition
of direct ammonia oxidation cannot result from surface poisoning
by Nads. However, our results do not reveal whether surface
poisoning by Nads could appear during long term anodic
polarization.

The formation of surface oxides can also be ruled out as the
reason for the fast inhibition of direct ammonia oxidation in
subsequent CV scans. In the study byKapałka et al. [7] it was argued
that direct ammonia oxidation involves the surface redox couple
IrO(OH)2/IrO2(OH). The complete oxidation of IrO2(OH) to IrO3 in
the OER was therefore assumed to stop direct ammonia oxidation.
However, the appearance of the peak a2, again resulting from
ammonia oxidation on IrO(OH)2/IrO2(OH), indicated that IrO3 was
reduced at electrode potentials higher than 0.6V vs.MSE. Thus, the
passivation by IrO3 was cleared away in the backward scans and
the subsequent forward scan was not affected. Additionally, a
passivation of the TDIROF surface by IrO3 should have resulted in
the same peak decrease in stagnant electrolyte (Fig. 1) as on the
RDE (Fig. 4) but this was not the case.

Our experiments and the simulations of the processes in the
Nernstian diffusion layer provided convincing evidence that direct
ammonia oxidation can be strongly inhibited by a reactant
limitation induced by a local pH drop in the vicinity of the
electrode. This mechanism was already put forward by Kapałka
et al. [7] to explain their observation that deeper polarization of the
electrode into the OER resulted in a reduced ammonia oxidation
peak a2 due to the release of protons during oxygen evolution and
it was mentioned in a recent work on ammonia oxidation kinetics
[17]. The mechanism can also explain why the direct ammonia
oxidation peaks increased when we strongly polarized the
electrode into HER. The consumption of protons changed the
local pH towards more positive values making more reactive NH3

available in the subsequent forward scans. This resulted in higher
peaks a1 and a2. Finally, our simulations showed that the proposed
mechanism is reasonable on the observed spatial and temporal
scale.

5.2. Modeling the Nernstian diffusion layer

The model shows the relative importance of the processes
occurring in the reaction zone due to direct ammonia oxidation
and oxygen evolution: the consequence of the NH3 removal was
that the total ammonia dropped close to the electrode (Fig. 7C).
However, the more important process leading to NH3 limitation
was the pH drop and the shift in ammonia speciation. A
comparison of the profiles (1) in Figs. 7B and C shows that the
NH3 concentration dropped by about 20mmol�L�1 while the
concentration of total ammonia only declined by 5mmol�L�1. This
led to concentration gradients of NH3 but also of NH4

+. It is
interesting to note that the gradient of NH3 was more pronounced
than the one of NH4

+ which resulted from the lower concentration
of total ammonia towards the electrodes.

Fig. 7C shows another interesting detail. The concentration of
total ammonia went through a maximum higher than the value in
the bulk liquid in all four profiles. This maximum moved towards
the bulk electrolyte and formed a total ammoniawave propagating
away from the electrode. The origin of this wavewas the difference
in the diffusion coefficients of NH3 and NH4

+. Even though the
concentration gradient for NH3wasmore pronounced than the one
of NH4

+ the higher diffusion coefficient of NH4
+ led to a stronger

diffusion of that compound resulting in a higher ammonia mass
flow away from the electrode in those regions that were not yet
affected by ammonia depletion. Therefore, the shift in ammonia
speciation not only resulted in a strong reactant limitation in the
reaction zone but also in a transport of total ammonia away from
the reaction zone.

5.3. Overcoming the inhibition mechanism

It should be feasible to use TDIROF for continuous ammonia
oxidation in aqueous solutions, if the reactant limitation due to the
proposed inhibition mechanism can be overcome. The reactant
limitation may be resolved in three ways. The first possibility is to
work at highly alkaline conditions although this bears the risk of
ammonia volatilization and may requires the dosage of a base. In
these situations the excess of hydroxyl ions ensures sufficient
alkalinity to prevent a pH drop. Such high pH conditions were
applied in some laboratory studies showing continuous ammonia
oxidation on other electrode materials. The group of Botte used Pt,
Pt-Ir and Pt-Ir-Rh electro-catalysts [17–19] and made sure to have
an excess of KOH present in the electrolyte. The same principlewas
applied in a study by Le Vot et al. [20] using Pt inwhich a surplus of
NaOH was ensured.

A drop in local pH can also be avoided by buffering the
electrolyte. A naturally occurring buffer system in the suitable pH
range is the carbonate/bicarbonate buffer system (pKa = 10.33
[12]). However, it was shown that carbonate oxidation competes
with direct ammonia oxidation on TDIROF which led to negligible
ammonia oxidation at high pH values [21]. On the other hand, very
high carbonate to ammonia ratios did not influence direct
ammonia oxidation on the graphite electrode [5]. The small
ammonia removal rates in that study probably resulted from low
ammonia concentrations (<400mgN�L�1) and pH values (<9) in
combination with non-optimized hydraulic conditions.

A third option was demonstrated with our RDE experiments
and consists of reducing dN by controlling the hydraulic conditions
at the electrode. The group of Eil-Hee Lee published several studies
on the oxidation of ammonia in stacked electrolysis cells in which
non-buffered electrolytes without chloride were recirculated [22–
24]. The induced convection at the electrodes probably reduced dN
resulting in continuous direct ammonia oxidation. The very high
removal rates (3000 gN�m�2�d�1, [22]) may be explained with the
high ammonia concentration (1mol�L�1) at elevated pH values
(pH=12) and the considerable current densities that were applied
(80mA�cm�2). Process inhibition did not seem to be an issue. The
ammonia oxidation rates were stable in an undivided cell during
1.5 hours of electrolysis.

5.4. Implications of the pH effect for electrolytic processes

The proposed inhibition mechanism is primarily important for
ammonia oxidation in weakly buffered and moderately alkaline
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aqueous solutions and therefore of outstanding importance for
wastewater treatment. In such applications, it appears to be most
promising to improve the hydraulic conditions in the electrolysis
cells because neither working under highly alkaline conditions nor
strong buffering of the wastewater are reasonable options because
chemicals would need to be added.

For other important applications of direct ammonia oxidation
such as the use in alkaline fuel cells or the production of high-
purity hydrogen the pH effect can be avoided by working at
strongly alkaline conditions or in non-aqueous media. It has been
shown by Peng et al. [25] that direct ammonia oxidation in
saturated acetonitrile was not affected by any form of process
inhibition on Pt and Pd electrodes. This indicates that in non-
aqueous solutions a similar pH effect as in aqueous solutions must
not necessarily exist.

However, similar pH effects as the one observed in the current
study for direct ammonia oxidation might also play an important
role for other electrochemical reactions that are sensitive to pH. For
instance, an early study by Landolt and Ibl [26] pointed out that the
pH in the Nernstian diffusion layer influenced chlorate formation
in concentrated NaCl solutions. Similar to the ammonia case, the
protons released during hypochlorite oxidation itself (Eq. (17)) and
oxygen evolution (Eq. (6)) were argued to result in lower amounts
of the more reactive hypochlorite ion according to the acid-base
equilibrium in Eq. (18) leading to slower chlorate formation.

6OCl� þ 3H2O ! 2ClO�
3 þ 4Cl� þ 6Hþ þ 1:5O2 þ 6e� (17)

ClO� þ Hþ Ð HClO (18)

6. Conclusions

Fast inhibition of direct ammonia oxidation on TDIROF
electrodes is caused by a local pH drop in the Nernstian diffusion
layer. The pH drop results from anodic processes such as oxygen
evolution and direct ammonia oxidation itself. Thus, direct
ammonia oxidation is partially self-inhibited. This pH effect can
easily be mistaken for surface poisoning by Nads because both
effects are related to direct ammonia oxidation.

Since surface poisoning was found to play a minor role on short
timescales, continuous ammonia removal by direct oxidationmust
be possible if optimal hydraulic conditions prevail in the
electrolysis cell. Direct ammonia oxidation would be advanta-
geous, because lower anode potentials can be applied resulting in a
higher current efficiency and a lower energy demand. Additionally,
the formation of chlorinated by-products can be prevented.
Nevertheless, surface poisoning may be an issue in long term
operation of TDIROF anodes leading to slow process deactivation.

The inhibition mechanism we found is generally valid and not
related to a specific type of electrode. Therefore, the challenge for
successful application of direct ammonia oxidation for the
treatment of wastewater is to overcome the local pH decrease.
This could be achieved by reducing the Nernstian diffusion layer to
a minimum.
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